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LEGAL NOTICE

This book was prepared as an account of work
sponsored by an agency of the United States
Government. Neither the United States Govern-
ment nor any agency thereof, nor any of their
employees, makes any warranty, express or im-
plied, or assumes any legal liability or responsibility
for the accuracy, completeness, or usefulness of
any information, apparatus, product, or process
disclosed, or represents that its use would not
infringe privately owned rights. Reference herein
to any specific commercial product, process, or
service by trade name, trademark, manufacturer,
or otherwise, does not necessarily constitute or
imply its endorsement, recommendation, or favor-
ing by the United States Government or any agency
thereof. The views and opinions of authors ex-
pressed herein do not necessarily state or reflect
those of the United States Government or any
agency thereof.
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The Application of High Resolution Electron

Energy Loss Spectroscopy to the Study of

Model Supported Metal Catalysts
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Lawrence Berkeley Laboratory and

Department of Chemistry
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Abstract

Model supported metal catalysts were fabricated
by evaporating a small gquantity of rhodium onto an
oxidized aluminum substrate. High resolution electron
energy loss spectroscopy (ELS) was successfully used
to obtain the vibrational spectra of carbon monoxide
chemisorbed on these model catalysts. The ELS spec-
tra are compared with vibrational spectra obtained
by infrared svectroscopy and inelastic electron

tunneling spectroscopy for CO chemisorbed on similar

model catalysts.

*On sabbatical leave from the Department of Physics,

1 University of California, Santa Barbara, CA 83106.
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Introduction

The charaterization of molecules adsorbed on supported
metal catalysts is of key importance for gaining a fundamental
understanding of the mechanisms of catalysis. Vibrational spec-
troscopy has been, and will continue to be, one of the most
important tools for this characterization.l To date, infrared

spectroscopy has been the most widely used technique.z’3

Its key
advantage is that it can be applied to real catalysts under conditions
similar to those used in the chemical technology with very high
resolution (<1 cm-l). However, due to light adsorption bwv the
oxide support below ~1200 cm-l low frequency vibrational modes,
which are essential in structural determination, are completely
masked.“'6 More recently, Raman spectrosc0py7 and inelastic
electron tunneling spectroscopy have been used to obtain the
vibrational spectra of molecules adsorbed on model supported
catalysts.s-10 These spectroscopic techniques can extend the
spectral range over which a catalyst can be studied, but both
present problems of their own including fluorescence and sample
heating in the case of Raman spectroscopy7 and uncertainty due to
the top metal electrode in the case of tunneling spectrOSCOpy.ll
Nevertheless, the problem of characterizing adsorbed molecules on
surfaces is sufficiently complex that any vibrational spectrosocpy
that can yield new information or information from a different
perspective will be useful. 1In this sense these spectroscopies
complement one another.

In this paper we report the first application of high

resolution electron energy loss spectroscopy (ELS) to the study

of molecules adsorbed on model supported metal catalysts. Most

ELS experiments to date have employed well-characterized single
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crystal substrates under ultrahigh vacuum conditions.12 High
resolution ELS has been successful in these studies duz to its
broad spectral range (400 - 4000 em™l) and high surface sensiti-

12y,

We have now extended our previous ELS experiments on single
13,14

vity (0.001 monolayer for strong scatterers
crystal rhodium surfaces to include studies of the chemisorp-
tion cf carbon monoxide on model rhodium on alumina catalysts.

Good gquality vibrational spectra were obtained from CO adsorbed on
small rhodium particles vapor deposited on an oxidized aluminum
substrate. We employed the same catalyst prevaration procedure that
proved successful in inelastic electron tunneling investigations.9
The ELS results can be favorably compared with the vibrational
spectra of adsorbed carbon monoxide obtained by infrared15-17

. . .9 N :
and inelastic electron tunneling” spectroscopy on similar rhodium

on alumina model catalvsts.




ExXperimental

Experiments were carried out in an ion pumped stainless steel
ultra-high vacuum chamber built in two levels. The upper portion
contained the standard single crystal surface analysis equipment
(four grid LEED/Auger optics, glancing incidence electron gun
and a quadrupole mass spectrometer) and our evavoration sources.

The metal deposition was monitored using an oscillating quartz
crystal microbalance. After fabrication, the sample was lowered

into the high resolution electron energy loss spectrometer by an
extended travel precision manipulator. The spectrometer is described

18

elsewhere. In the present series of experiments the electron
beam has an energy of approximately 5 eV and the angle of inci-
dence is fixed at 65° to the surface normal. Electrons are only
collected in the specular direction. The elastic scattering
peak has a full width at half maximum (FWHM) between 80 and 100
cm-l and a maximum intensity of 1 x lO4 counts per second.

Figure 1 is a cross sectional view of our model supported
metal catalysts. They were formed by:
1. evaporating from 200 to 2000 Z average thickness of Al from an
aluminum wire on a stranded tungsten filament onto a clean metal
substrate. The metal deposition rate was approximately 10 A/sec.
In our studies a'Pt(lll) single crystal was used as the metal
substrate, although the results should be independent of the sub-
strate material. The evaporated aluminum layer is polycrystalline
with grain sizes on the order of microns.9
2. oxidizing this aluminum in oxygen or air at exposures ranging

from 1000 L (1 L = 1 Langmuir = 10-6 torresec = 1,33 x 10-4 Pascal-sec)

to greater than 106 L at temperatures between 300 and 480 K. Alumi-

num oxidized in this manner has been shown to resemble v=-alumina in




19, 20

both its physical and catalytic properties.
21,22

The polycrystalline
oxide layer is typically 10 ; thick; the grain size is not
known.
3. evaporating from 1 to 20 ; average thickness of Rh from a rhodium
wire wrapped around a stranded tungsten filament in 1 x lO_5 torr
of CO. The metal deposition rate was approximately 0.25 ;/sec.
Rhodium evaporated in this manner has been shown to agglomerate
into small, highly dispersed particles on the alumina support.9
Kroeker, et al. using the same type of rhodium sources, source to
substrate distances and oxidized aluminum substrates found with
transmission electron microscopy that typical Rh particle diameters
were 20 - 30 g for a 4 Z average thickness.9 These particles
are similar in both size and distribution to those formed from the
reduction of transition metal salts on alumina to prepare commercial
catalysts.

Preparing samples by first evaporating rhodium in vacuum and
then exposing the dispersed metal particles to carbon monoxide
caused a decline in both the scattering intensity and in the
resolution of the vibrational spectra. Similar observations have
23

been reported using inelastic electron tunneling spectroscopy:;

however, the reasons for these findings are not understood at present.




Experimental Results

Figure 2 shows Auger spectra of the oxidized aluminum used as

a substrate for our model supoorted metal catalysts (upper trace),

the substrate plus evaporated rhodium particles (middle trace),

and a single crystal surface of rhodium (lower trace). Note in the

Auger spectrum of the oxidized aluminum substrate that there are

only peaks corresponding to the aluminum in an oxidized state and

to oxygen.24 This Auger spectrum is independent of oxidation

conditions over the range studied. After the evaporation of the

rhodium particles in 1 x 10_5 torr of carbon monoxide the charac-

teristic rhodium Auger peaks can be clearly seen. 25All peaks

in the spectrum can be accounted for as due to oxidized aluminum,

to rhodium metal or to carbon monoxide adsorbed on the metal surface.

In particular, there are no observable peaks due to the possible

evaporation of tungsten from the filament sources (100 - 200 eV). 26

We also studied the evaporation of iron and platinum from tungsten

filaments and find no trace of tungsten in the deposited particles.
The lower trace in figure 3 is the high resolution electron

energy loss spectrum of the oxidized aluminum substrates. The

most prominent feature in this spectrum can be assigned to the

aluminum oxide phonons. It is a broad band centered just below

900 cm_l and assymmetric to lower energies. This relatively intense

alumina phonon band is similar in both position and shape to the

5,20

peak found by inelastic electron tunneling spectroscopy. It

is independent of the oxidation conditions over the range studied.

A relatively broad, weak band between 3500 and 3600 cm-l corresponding
to the O0-H stretching mode of surface hydroxyl groups is generally

. 2
seen in both the infrared2 and inelastic electron tunneling spectralg'O

of y-alumina. Due to the rather low intensity of this band and to
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the decreased sensitivity of our spectrometer at these relatively
high energies, this mode is not well resolved here.

The middle and upper traces of figure 3 show the vibrational
spectra of CO chemisorbed on the highly dispersed rhodium particles
supported on the oxidized aluminum. These spectra have a smaller
expansion scale than the alumina spectrum (x 10 as compared to x 30)
and this revpresents a relatively large ratio of inelastic electron
scattering to elastic electron scattering. Furthermore, the rhodium
is covering a significant portion of the exposed alumina surface.

By a 4 i average thickness of evavorated rhodium (middle trace) the
intensity of the aluminum oxide phonon band has significantly
decreased. By a 20 Z average thickness of rhodium (upper trace)
this mode has completely disappeared. The prominent low freguency
band centered above 400 cm.l is typical of Rh-CO stretching and

9’13’27’2\%hile the two losses near 2000 cm-l are

. 9,13,15-17,27,28
characteristic of C = 0 stretching vibrations. in

bending modes

the next section we will discuss the interpretation of these spectra

15-17 and inelastic electron tunneling9

by comparision with infrared
results on similar model systems.

As can be seen from fiqure 3, the results are not particularly
sensitive to rhodium coverage over this range (1 - 20 X average
thickness) ; neither>are they sensitive to additicnal CO exposure.
Spectra run with CO partial pressures as high as 1 x lO_5 torr
show no substantial differences. However, the relative intensities
of the two high frequency C = O stretching modes can be signifi-
cantly altered by heating the sample above 530 K in vacuum. After

exposing this surface to >1000L of CO only a single carbon-oxygen

stretching vibration is observed at 2010 cm_l. This is clearly

G .. o e - — - — - - - — e b At e e L e .




shown in figure 4. Spectra run with 1 x 10-5 torr of CO in the

background also show no significant intensity in the 1870 cm_1

_( mode (fig. 4, upper trace).
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Discussion

Figures 3 and 4 clearly show that we are now able to obtain
high resolution electron energy loss spectra from carbon monoxide
adsorbed on model rhodium on alumina catalysts. One might anti-
cipate charging of the aluminum oxide and diffuse scattering due to
the rough surface. We find that charging does not present a
problem because the oxidized aluminum layer is thin enough (10 - 15 R)
to allow relatively low impedance electron tunneling. In parti-
cular, under similar oxidation conditions we expect an Al-AlzoB-Pb
tunnel junction to have a barrier impedance of much less than 100

. 2 9 L .
onms for a 1 cm” sample. The incident beam current in our spectro-

meter is less than lO_9 amps:18 thus the potential across the

oxide is expected to be less than 1077 volts. "we could not
calculate in advance the effect of the diffuse surface scattering,
although the aluminum grains are in the micron size range and the

rhodium particles are 20 - 30 A in diameter. Experimentally we

find that though both the elastic and inelastic peaks are broader

in their angular distribution when compared to scattering from a

clean Rh(1l1ll) surface,13 the intensity loss is not severe enough to
prevent the measurements. We find that the elastic peak intensity (Io)
is down by roughly an order of magnitude; the inelastic peak intensity (153
is dowr by less than an order of magnitude. The reasons for the

relartively large ratin of inelastic electron scattering to elastic
electron scattering are not completely understeod at present.
However, Ibach29 has shown that dJdue to the finite collection angle of
the spectrometer this intensity rationjll/Io) can be a function of
surface disorder. In particular, Il/Io increases with increasing
surface disorder and therefore care must be taken in the analysis
of peak intensitites.

Finally, we see no evidence for significant peak broadening
and loss of resolution due to local charging. However, with this
sample configuration both the elastic and inelastic scattering peaks
are approximately 10 cm.1 broader (FWHM) when compared to scattering
from either a CO covered Rl'(lll)13 or Rh(33l)la single cryvstal surface.

-8~




Figure 5 compares the electron energy loss spectra of the current
work to previously obtained inelastic electron tunneling9 and
infrared spectra16 of CO on rhodium supported on alumina. Some of
the advantages and disadvantages of the various techniques are
clear in this figure. Infrared spectroscopy has the best resolution
but the spectrum does not extend to the low frequency region.
Tur.neling spectroscopy has reasonable resolution in the low frequency
region, but there are questions about the effects of the top metal
electrode that are not fully answered in the existing literature.

In marticular, how much should the low frequency modes be perturbed

by the presence of the top metal electrode? Although there are

estimates based on the observed mode shifts in other systems,ll
there have been no direct measurements on this type of system.
Previous researchers have identified three different types

of carbon monoxide molecules adsorbed on alumina supported rhodium

catalysts (see figure 5).13 126 These include a bridge bonded

1

species, Rh, = CO (v._, = 1870 cm ), a terminally bonded species,

Rh-CO (v * 2020 to 2070 cm-l, depending on coverage) and a gem

1
r Vezo assymmetric

C=0

dicarbonyl species, Rh-(CO), ( x 2031 cm

Vezo symmetric

= 2101 cm-l). Similarly, we can assign the 1870 cm-l loss in the ELS .
of Fig.5 -
spectrum /to a bridge bonded carbonyl. The 2020 cm 1 mode most

likely belongs to a linearly bonded CO species. The infrared spectrum

taken at low CO exposures near the top of figure 5 is similar to the

high resolution ELS spectra that we observe. Linearly bonded

carbon monoxide molecules dominate the C =0 stretching region, ]

but some gem dicarbonyl species are also present. The presence of

Rh-(CO)2 species cannot be ruled out on our model supported catalysts
1

since the observed loss at 2020 cm-l is quite broad (~100 cm © full

width at half maximum). Furthermore, such species are seen with




§ 1nelastic electron turmeling9 on model rhodium on alumina catalysts

J

E prevared in similar manner (figure 5, bottom). The infrared spectrum
% labeled "saturation coverage" was taken under 50 torr of CO16

q

g and at these pressures one would expect the gem dicarbonyl surface
species to be abundant.

A comparison between the inelastic electron tunneling and electron
energy loss spectra in figure 4 indicate that the ELS results seem
to represent an envelope of the tunneling results in the low
freguency region (400 - 1000 cm_l). The low frequency modes observed
] with high resolution electron energy loss spectroscopy for the
chemisorption of carbon monoxide on single crystal metal surfaces
have been traditionally assigned as metal-CO stretching vibrations

on the basis of the normal dipole selection rule.29 This selection

rule, which appears to be valid for infrared spectroscopy as well
- as for high resolution ELS, suggests that only vikrations with a
component of the oscillating dipole moment normal to the surface
can be excited. Thus if the carbon monoxide is oriented perpendi-
cular to the surface, the incident electrons will only couple to
the metal-CO and carbon-oxygen stretching modes. Isotopic substi-
tution studies,ghowever, have shown that the two most intense low
frequency modes in the tunneling spectrum of model rhodium on
alumina catalysts (413 and 465 cm-l) are bending modes. Thus one
wonders if the low frequency vibrations observed in this spectrum
with high resolution ELS are bending or stretching modes. More
studies are clearly needed to resolve this guestion.

The only way we found to significantly alter the intensity
ratio of the two C =0 stretching modes was to heat the rhodium
sample above 530 K in wvacuum and then to re-expose the surface to

carbon monoxide (fig. 4). The vibrational spectra indicate that

-10-




there is negligible CO remaining on the surface above 500 K.
Carbon monoxide is thought to decompose on both stepped single

crystal30 and polycrystalline31 rhodium samples at this temp-

X erature, Residual carbon and/or oxygen from dissociated CO may
be blocking some of the surface sites and inhibiting further

‘ CO adsorption. Consistent with this is a decrease in the total

integrated intensity of all of the observed ELS peaks. Even with

1 x ].0—5 torr of CO above the catalyst sample, no significant

intensitv is seen in the 1870 cm"l mode (fig. 4, upper trace).

— —————— .
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Summary

1. High resolution electron energy loss spectroscopy can be used

to study the vibrational spectra of molecules adsorbed on model
supported metal catalysts. This technigue works well in spite of
the surface disorder and roughness. The elastic intensity is
lowered by about one order of magnitude from its intensity on

single crystal substrates; the inelastic peak intensity is decreased
by less than an order of magnitude. The angular distribution of

all peaks is broader.

2. ELS spectra of oxidized aluminum (a model system for y-alumina)
are similar to those found by inelastic electron tunneling. They
show a relatively intense alumina phonon band that is broad, assym-
metric to lower energies and centered around 860 cm-l.

3. Hich resolution electron energy loss spectroscopy, inelastic

electron tunneling spectroscopy and infrared spectroscopy are

complementary techniques for studying the vibrational spectra of

molecules adsorbed on model supported metal catalysts. The low

spectrum -1 _
frequency ELS /{400 - 1000 cm ~) is an envelope of the tunneling

spectrum; the high frequency electron energy loss spectrum (1000-

2500 cm—l) is an envelope of the infrared spectrum.
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Figure Captions

1. Cross-sectional view of the model supported metal catalyst.
If a small guantity of rhodium is evaporated onto oxidized aluminum
it agglomerates into small particles. For an average thickness
of 4 ; the rhodium particles are 20 to 30 Z in diameter.9 The
oxidized aluminum substrate is 10 to 15 2 thick and is similar

to ¥-alumina. 19,20

2. The top trace shows the Auger electron spectrum of the oxidized
aluminum support material. ©Only aluminum in an oxidized state and
oxygen peaks are present.24 The middle trace shows the spectrum
after 4 ; average thickness of rhodium has been evaporated in the
presence of 1 x 10-5 torr of carbon monoxide. Both the oxygen

and aluminum peaks from the support material are attenuated and
there are new peaks due to rhodium and carbon. The bottom trace
shows the Auger electron spectrum from a clean single crystal

surface of rhodium.

3. The high resolution ELS spectrum for the aluminum oxide support
is shown in the lowest trace. The broad band, asymmetric to lower
wavenumbers and centered around 860 cm-l is the aluminum oxide

phonon band.g’zo'

The upper two traces show the ELS spectra for
two different amounts of rhodium evaporated onto th= alumina
- ] (o]
support in 1 x 10 > torr of CO (4 A and 20 A average Rh thicknesses).

The assignment of the observed losses is discussed in the next section.

o
4. Vibrational spectra of CO chemisorbed on a 4 A average thickness
of rhodium as a function of temperature. The lower trace was run

after formation of the model catalyst. The middle trace was taken

-15-




after flashing the sample to 530 K in vacuum and then adding
1000 L of CO at 300 K. The upper trace was run in 1 x 10 °

torr of CO also at 300 K.

5. Vibrational spectra taken by three different technigues for
carbon monoxide adsorbed on rhodium particles supported on alumina.
The infrared spectra (upper traces) are from the work of vates,

et al.16 The high resolution of ir spectroscopy is evident.

The inelastic electron tunneling spectrum (lower trace), taken
from the work of Kroeker, et al.,9 shows the downshift in the CO
stretching vibrations that are characteristic of tunneling spectro-
scopy and the relatively strong low frequency modes. The electron
energy loss spectrum of the present work (middle trace) approxi-
mates an envelope of the low frequency (400 - 1000 cm—l) tunneling

spectrum and of the high frequency (1000 - 2500 cm-l) infrared

spectra.

-16-
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Vibrational Spectra of Model Catalysts
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